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Abstract

Prior studies have examined fatigue growth of surface cracks in vacuum to simulate sub-surface
growth in Ti-alloys and Ni-base superalloys. Even with the highest vacuum level attained using
“state-of-the-art” pumps, it is unclear if conditions of internal crack growth are truly simulated.
We consider thermodynamics of the oxidation process to help answer this question. This
consideration helps explain a previously reported anomalous behavior of longer life in air than in
vacuum under certain material/ test conditions.
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In aircraft turbine engine rotors, cracks may grow under conditions of variable temperature,
frequency, hold-time, stress-ratio and stress level. Cumulative-damage models for life prediction
need to account for all these variables, as well as interaction effects [1]. A major challenge for
improved life management within the framework of a damage-tolerant approach involves the
phenomenon of internal fatigue crack growth that is observed in many materials, including Ti-
alloys and Ni-base superalloys. There is a need to better measure internal fatigue crack growth
rates (FCGR, i.e. da/dN) and to better understand the micromechanisms of such crack growth.
Examples of internal cracking in Ti-alloys include fatigue cracking at sub-surface hard oo (HA)
defects [2], as well as initiation and growth under cyclic and dwell-time fatigue, with resultant
formation of sub-surface crystallographic facets [3-8]. Examples of internal cracking in Ni-base
superalloys include subsurface crystallographic fatigue crack initiation and initiation from
nonmetallic inclusions in René 88DT at 593 "C [9-12]. In this material, internal cracking
occurred by localization of cyclic plastic deformation on {111} slip planes in the region close to
and parallel to twin boundaries in favorably oriented large grains [12]. Internal crack initiation
was also reported at nonmetallic inclusions or large defects in high strength Ni-base superalloys
at elevated temperatures (650 C and 760 "C) and at low strain-ranges [13-15].

Measurements of internal FCGR (usually in the small-crack regime) are inherently difficult,
because direct observations of these cracks are not possible. Determinations of FCGR on small
cracks are also difficult with conventional techniques, such as electric potential-drop or
compliance methods. Since an important difference between the internal cracks and surface
cracks is that the former are not exposed to air, several studies have examined the fatigue growth
of surface cracks in vacuum to simulate the growth of internal cracks [2, 9, 10, 16]. This
approach assumes that tests in vacuum (pressures as low as 3x107° torr, i.e. 4x10™® Pa have been
employed) avoid the formation ofany oxide layer on freshly formed surfaces with advance of the
crack-front, and thereby adequately mimic the conditions of internal crack growth. The current
paper examines the validity of this assumption in the context of prior studies of environmental
effects on fatigue behavior and thermodynamics of oxidation process. Ti-alloys are considered
first, followed by a discussion on Ni-base superalloys.

Prior studies on effects of environment on fatigue behavior of Ti-alloys have primarily focused
on room-temperature response, and a summary is provided in Table I. Although contributions of
mechanisms such as specimen heating and the role of moisture were invoked to rationalize the
effects of vacuum on FCGR, the role of oxygen via adsorption and oxide formation on the
freshly formed fracture surfaces is a major contributor to the observed differences in da/dN under
different environments [18, 20]. Any oxide on the freshly formed surface will limit reverse slip
at the crack-tip during the unloading portion of a fatigue cycle [18], and thereby lead to a higher
FCGR. To attain higher reverse slip akin to the conditions of sub-surface crack growth, the oxide
formation needs to be completely avoided. We believe that the thermodynamics of the oxidation
process needs to be considered to determine the conditions under which oxide formation may be
fully avoided. From the fatigue response for the investigated range of vacuum levels, it was
suggested [2, 16, 17, 20] that air pressures < 1.33x10 Pa capture the full vacuum effects (i.e. no
Ti-oxidation). In prior studies, thermodynamic considerations were not presented of the
equilibrium oxygen partial pressure (poz), below which oxidation of titanium is energetically
unfavorable. In the current work, we have employed an Ellingham-Richardson diagram [21-23]
to determine this equilibrium p,_ necessary to preclude oxidation of pristine crack surfaces.
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The maximum use temperature for o/ and near-o titanium alloys in aircraft engine applications
is ~400 'C and ~600 'C, respectively [24]. Therefore, temperatures from room-temperature to
600 'C are relevant for the current discussion on Ti-alloys. Ellingham [21] plotted AG® (standard
free energy of formation of oxides) versus T (absolute temperature) for a series of metals. To
facilitate the determination of equilibrium p,_at any given temperature T, Richardson and Jeffes

[22] added a nomographic scale to the Ellingham diagram. The Ellingham-Richardson diagram
for a series of oxides is shown in Fig. 1. For any oxidation reaction, the value of equilibrium
Po,at temperature Ty is read off the diagram as that value on the nomographic scale, which is
collinear with the points AG® =0, T = 0 and AG T (for oxidation reaction under consideration), T

=T,.
The Ti-oxidation reaction is:

Ti+0; © TiOp  -memrmrmremem e oo (1)

To determine the equilibrium p_at 300 “C (573 K), a straight line is drawn through points AG® =

0, T =0 and AG 73« (for Ti-oxidation), T = 573 K. The straight line cuts the Richardson
nomographic scale at p,_~ 107 atm = 10""° Pa. Therefore, to avoid oxidation at 300 'C of

freshly formed titanium fracture surfaces and truly simulate the conditions of subsurface
cracklng, the p,_should be < 10° 0 pa, Atpg,> 10" Pa, the oxide is more stable than titanium at
300 'C and therefore oxidation cannot be avoided. A similar consideration shows that a Po,< 10°
*! Paat 600 C and a p,_<<10"* Pa at room-temperature would be required for eliminating oxide
formation.

Fig. 1 depicts the case of oxidation of pure Ti into its pure oxide (TiO) and facilitates
determination of equilibrium p,,_ atari = ar;o,= 1, where arj and ar;o, are activities of Tiand

TiO, respectively. However, for the case ofa Ti-alloy, arj < 1, and for the general case of
formation of a solid solution of oxides, ar;o, < 1. Compared to the case ofari = arjo,= 1, ari<1

results inan increase in the slope of AG-T line, whereas ar;o_< 1 results ina decrease (Fig. 2).
This change in slope affects the equilibrium p,,_for Ti-oxidation: pg_(q..< 1) is higher than
Po,(ag=1 & Po,(ay, <1) B lowerthanpg (o _ ). The expressions for equilibrium

i 102 102
Po, (ay< 1 and equilibrium py (o~ 1) are as follows [25]:

i 102

P0y(ar;

Ata fixed Tand ario,= 1, po,(ap<) = % el )
1

and ata fixed T and ar= 1, po, (agq,<1) = 41i0, X Po,(age,=1) " (3)

For both Ti-6 Al-4V and Ti-6Al-2Sn-4Zr-2Mo, the mole-fraction of Ti in the alloy (Xt;) is 0.86.
At this high Xtj, the behavior can be assumed to follow Raoult’s law, and ar; can be

approximated as [26]: ati ~ Xti. Using equation (2) at 300 'C, Po,(ag= 0.86) = ﬂ =1.16x 107"
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10 —41

Paand at 600 C, po,(ay= 0.86) = o = 1-16 x 10°* Pa. Thus, a consideration of non-unit ar;

leads to a minor change in equilibrium p,_and the conclusions described above remain
unchanged. Ina general case, TiO, will be formed ina solution of oxides. However, a non-unit
arjo, Will lead to a lower equilibrium p,_for Ti-oxidation and therefore, it is not considered in
the current study with an aim to determine the upper limit of equilibrium Po,

An ultra-high-vacuum chamber with the “state-of-the-art” pumps can achieve a pressure as low
as 4x10° Pa [2], i.e. po, = 0.21x4x10°° = 8.4x10° Pa, as air consists of ~ 21 vol% oxygen. It is
clear from prior studies that a significant change in FCGR and crack %rovvth mechanism occurs
with a change of vacuum level in the investigated range (10° to 4x10° Pa). Since Po,needed to
completely avoid oxide formation on freshly formed fracture surfaces is orders of magnitude
lower than 8.4x107° Pa, it is plausible that further changes in FCGR and crack growth
mechanisms would occur if it were possible to runtests at p_that are less than the equilibrium
pozfor Ti-oxidation reaction. A possible approach to attain these extremely low pozcould be via

use of a metal that has a lower AG® than Ti. One such metal is aluminum (Fig. 1). By placing the
Ti-specimen inside an Al-enclosure (without making any physical contact) and keeping the
complete configuration in an ultra-high-vacuum chamber, it may be possible to attain levels of
Po,» Where Ti is more stable than TiO> and therefore, its oxidation can be avoided. This will help
attain conditions akin to subsurface cracking. To increase the kinetics of Al-oxidation, and
thereby to reach the desired p,,_ina shorter time, the surface-area to volume ratio of enclosure
can be increased (e.g. via use of Al-foam) and prior to the fatigue test, the whole assembly can
be heated to a moderate temperature (e.g. 400 C) that is too low to cause any microstructural
modifications in Ti-alloys.

Thermodynamic consideration of oxidation process is now extended to Ni-base superalloys.
Current Ni-base superalloys can withstand service temperatures as high as ~ 1100 'C, and are
extensively used in the combustor and turbine sections of aircraft engines [27, 28]. Therefore,
temperatures from room-temperature to 1100 "C are relevant for the current discussion on Ni-
base superalloys. A summary of prior investigations on effects of environment on fatigue
behavior of several different Ni-base superalloys is provided in Table I1. Oxidation greatly
influences the fatigue fracture mechanisms in Ni-base superalloys, and thereby causes a variation
in FCGR, as well as crack-initiation under different environments. In general, a higher FCGR
and a shorter fatigue life were observed in air than in vacuum [29-32]. This normal behavior is
depicted schematically in Fig. 3(a). However, ananomalous behavior was reported in one study,
where fatigue life inair was longer than that in vacuum at 927 "C [33]. This anomalous behavior
is shown schematically in Fig. 3(b). The conditions for subsurface-cracking in air and surface-
cracking in vacuum are assumed to be the same in ref. [33], and it is difficult to explain the
observed anomalous behavior with this assumption. A consideration of thermodynamics of
oxidation process in the current study shows that the conditions for subsurface-cracking in air
and surface-cracking in vacuum are actually different, and this can help explain the observed
anomalous behavior in ref. [33].

The Ni-oxidation reaction is:

INi+ 0y © INID e e e e e (B)
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From the thermodynamic considerations (Fig. 1), it is clear that oxidation of pure Niat 927 °C
cannot be avoided at p,_ > 10" atm (10°° Pa). Activity of Ni (ani) in Ni-base superalloys is less

than unity, which results in a higher equilibrium pozthan for the case of pure Ni, i.e. ani = 1 (Fig.
2). An expression similar to equation (2) can be written to determine equilibrium Po(ay; <1

Poy(ani=1)

Ata fixed T and ay;o=1, Po,(an< ) = (ani)?

The denominator in the right-hand-side of equation (5) has (ani)? whereas in equation (2) it is ari.
This difference of square arises because 2 moles of Nireact with 1 mole of oxygen (equation
(4)), and only 1 mole of Tireacts with 1 mole of oxygen (equation (1)). A non-unit ay;o will
result in a lower equilibrium pozfor Ni-oxidation (Fig. 2), and this case is not considered in the

current study with anaim to determine the upper limit of equilibrium Po,-

The mole-fraction of Ni (Xyi) in Mar-M200 is 0.61 and assuming Ni to follow Raoult’s law in
_107°

Mar-M200, ani = Xn; = 0.61. Therefore, from equation (5), the equilibrium pg_ .- 0.61) = o037

2.7x10°° Pa. It follows that at the vacuum levels of 6.65x10 - 1.6x10° Pa (i.e. py_ = 1.4x10™ -
3.4x10™* Pa), employed in the work of Duquette and Gell [33], the oxidation of freshly formed
fatigue fracture surfaces does occur. On the other hand, during the internal crack initiation and
growth for tests in air, this oxidation is not feasible. From these considerations, it is expected that
there is a lower level of reverse slip at the crack-tip during unloading portion of a fatigue cycle in
vacuum than in air, because the dominant cracks are surface- initiated in vacuum and subsurface-
initiated in air. This can explain the reported higher life inair than in vacuum at 927 "C. At the
intermediate temperatures of 427-760 'C, the kinetics of oxidation are expected to be slower than
at 927 'C, and this possibly can account for similar fatigue lives inair and in vacuum at 427-760
"C that was reported in ref. [33].

At700 C,a p,, <107 atm (10" Pa) is needed to completely avoid oxidation of Ni (Fig. 1). At
lower temperatures, even a lower pozwill be required. When the crack is surface-connected in
both air and vacuum, lower fatigue lives and higher FCGR were observed in air than in vacuum
(Fig. 3(a)) [29-32]. In these prior studies [29 32], air pressures >> 5x10! Pa (i.e. Po, >> 100 1
Pa) in vacuum tests and temperatures < 700 ‘C were used. Therefore, oxidation of grain
boundaries, freshly formed fracture surfaces or slip surfaces cannot be completely avoided
during vacuum tests under these conditions. However, the level of oxidation is expected to be
more in air than in vacuum, and this causes a lower life/ higher FCGR in air. On the other hand,
when crack initiates internally in air and at surface in vacuum [33], the oxidation of internal
crack surfaces (air test) is completely avoided, and it cannot be avoided for surface cracks
(vacuum test).This results in a longer life in air than in vacuum under these conditions at a high
temperature of 927 'C (Fig. 3(b)).

The environmentally-enhanced crack growth during sustained- load tests at elevated temperatures
of Ni-base superalloys is reported to occur by stress-assisted diffusion of oxygen ahead of crack-
tip, and the subsequent selective oxidation of Ti, Al, Crand Nb [34]. This is consistent with
thermodynamic considerations, since lines for oxidation of Al, Ti and Cr are below that of Ni in
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Fig. 1. Assuming similar selective oxidation of Ti, Al and Cr during a fatigue test, it is evident
that evena lower pozwill be needed to completely avoid oxidation ofa Ni-base superalloy than

would be determined from the consideration of Ni-oxidation alone (Fig. 1).
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Table I: Summary of Prior Studies of Environmental Effects on Room-Temperature Fatigue Behavior in Ti-alloys

Reference | Material Environment Fatigue Response Conclusions and
Examined Proposed Mechanisms,
relevant for Current
Study
McClung, | (i) Ti-6Al- Vacuum level®: (@) No variation in near-threshold FCGR between 1.33x10 Vacuum levels better
etal, [2] 4V 1.33x102to and 1.33x10°7 Pa, whereas it was clearly higher at 1.33x10-3 (less) than 1.33x10 Pa
(i) TI-6Al- | 1.33x10°7 Pa Pa. should be adequate to
2Sn-4Zr- (10-4t010° torr) | (b) Similar FCGR between 1.33x10-3 and 1.33x107 Pa in capture full vacuum
2Mo+Si Paris regime, whereas it was 2x higher at 1.33x10-2 Pa. effects.
Vacuum level: (@) Similar FCGR forair and vacuum in the upper Paris
better (less) than | regime, but a considerably lower FCGR for vacuum in the
1.33x10° Pa near-threshold regime.
(b) Asignificantly higher AKy, in vacuum than in air.
James Ti-5Al- Vacuum levels: Identical FCGR at the two vacuum levels investigated. Avacuum of 1.33x10-3
[17], as 2.58n 1.33x103 Pa Paplus a cold trap was
discussed and 4x107° Pa, below the critical
by Irving with Lsz cold pressure for titanium at
and traps to reduce room temperature
Beevers water vapor
[16] content at both
vacuum levels
Irvingand | Ti-6Al-4V | Vacuum level: (@) A marginally (~ 3-4x) lower FCGR for vacuum than for air
Beevers 1.33x103 Pa, in the Paris regime, but at least 3-orders of magnitude lower
[16] with L, cold FCGR for vacuum than for air in the near-threshold regime.
trap (b) Asignificantly higher 4Ky, in vacuum than in air.

#Since air consists of ~ 21 vol% oxygen, the vacuum level (air pressure) needs to be multiplied by 0.21 to determine the corresponding
partial pressure of oxygen (po,). For example, under atmospheric conditions po, = 0.21 atm (2. 1x10%Pa), and a vacuum level of 1.33x102 Pa
correspondsto a Po, of 2. 8><10 3 Pa.
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Tablel (Contd.)

Reference | Material Environment Fatigue Response Conclusions and Proposed
Examined Mechanisms, relevant for Current
Study
Sugano, et | PureTi Vacuum level: Asharp increase in fatigue life for pressure The enhanced plasticity was caused by
al., [18] Aslow as reduction from 10 Pa to 1 Pa, which was internal (frictional) heating of the
1.33x103 Pa attributed to the enhanced plasticity leading to specimen during fatigue testing in
crack tip blunting at air pressures < 1 Pa. vacuum, which, in turn, results from
reduced heat transfer to the
surrounding atmosphere due to paucity
of gas molecules at pressures < 1 Pa.
Adachi, et | Ti-6Al-4V Vacuum level: Asignificantly higher fatigue strengthin
al., [19] better (less) than | vacuum than in air.
104 Pa
Bache,et [ Ti-6Al-4V | Vacuum level: Similar FCGR under atmospheric conditions
al., [20] 1.33Pato and intermediate vacuum of 1.33 Pa, whereas
1.33x10"4 Pa significantly lower FCGR at 1.33x104 Pa. This
reduction in da/dN was more significant in the
near-threshold regime.
pH2C =13.3 Pa FCGR isslightly lower in hydrogen than in air. Hydrogen does not cause a higher
and pArd =13.3 The FCGR in hydrogen and argon are similar. FCGR, even though it is considered a
Pa detrimental species in the water vapor
model.
Ti-6Al-4V Air Asignificant increase in FCGR, especially in Oxygen plays a major role in
with the near-threshold regime, on increasing the influencing the FCGR response.
oxygen internal oxygen-content from its nominal value
contents of ~ 2000 ppm to 5100 ppm.
from 900 to
5100 ppm

¢ P, : partial pressure of hydrogen

d Par: partial pressure of argon
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Table Il: Summary of Prior Studies of Environmental Effects on Fatigue Behavior in Ni-base Superalloys

Reference | Material/ Environment Fatigue Response Conclusions and Proposed
Temperature Mechanisms, relevant for Current
Examined Study

Gayda Astroloy, Air Adwell at the maximum load results in an (a) The rapid intergranular crack

and Miner | Waspaloy, increase in FCGR and this increase is more growth due to grain boundary

[15] MERL 76, pronounced for higher strength/ finer grain oxidation, which is accelerated by a

NASAII-B7 alloys. finer grain size and a tensile dwell.

René 95, and (b) A change in the crack growth mode

IN100/ of fine-grain IN100 from transgranular

650°C to intergranular at the point where
internally initiated fatigue crack grew
to break through the surface with the
concomitant exposure of crack-tip to
the outside air.

Pédron IN718/ Vacuum level: (a) A substantially higher FCGR in air than in (a) Oxidation plays an important role

and 650°C better (less) vacuum. Frequency affected the FCGR and in fatigue response of Ni-base

Pineau than 1.33x10-% | fracture mode in air, but not in vacuum. superalloys.

[29] Pa (b) FCGR under dwell-fatigue conditions is (b) Operating mechanism is grain
essentially microstructure-insensitive in boundary oxidation and resultant
vacuum, whereas it is strongly microstructure- embrittlement in air, which is expected
sensitive in air with a substantially higher to be more severe fora finer grain
FCGR forafine-grain microstructure than fora | microstructure.
coarse-grain one.

Laird and | Pure Ni/ Vacuum level: Alonger life in vacuum than in air, especially Airenhances crack growth via

Smith Room 6.65x10- Pa at low stress-ranges. chemical attack at the crack-tip.

[30] Temperature

Smithand | Inconel X- Oxygen Ahigher FCGR and a lower life in oxygen than | Finer slip bands produced in oxygen

Shahinian | 750/ pressure of 133 | invacuum. result from oxidation of freshly

[31] 500°C Paand vacuum exposed slip surfaces and cause early

level of
8x10° Pa

crack initiation/ faster FCGR.
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Tablell (contd.)

Reference | Material/ Environment Fatigue Response Conclusions and Proposed
Temperature Mechanisms, relevant for Current
Examined Study
Duquette [ Single Vacuum level: Fatigue life was significantly higher in vacuum | (a) Surface-initiation of cracks from
and Gell crystal Mar- | 1.6x10-3to than in air, and the difference in life increased casting micropores in both air and
[32] M200/ 6.65x10 Pa with a reduction of stress-range. vacuum.
Room (b) Oxygen adsorption at the crack-tip
Temperature inair resulted in a change of fracture
mechanism and a lower life/ higher
FCGR.
(c) At low stress-ranges, crack
propagation mechanism is ductile-
rupture in vacuum and cyclic-cleavage
in air.
Dry, Fatigue life and fracture surface appearances Oxygen, rather than water vapor,
humidified, are the same in dry, humidified and normal adsorbed at the crack-tip resulted in
and normal laboratory air. higher FCGR and cleavage fracture at
laboratory air low stress-ranges.
Duquette [ Single Vacuum level: (a) Fatigue lives are similar in air and vacuum (a) Surface-initiation of cracks in
and Gell crystal Mar- | 1.6x10-3to at temperatures 427-760 C. vacuum and subsurface-initiation in
[33] M200/ 6.65x10 Pa (b) At 927 °C, the fatigue life in air is air at 427-927 °C.
427-927°C surprisingly greater than that in vacuum. (b) Crack initiation at the casting

micropores in both air and vacuum at
427-927°C.
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Fig. 1: Ellingham-Richardson diagram for oxidation reactions (after ref. [21-23]). The equilibrium oxygen
pressure for Ti-oxidation is determined at 300 ‘C and 600 °C: labeled “A” and “B”, respectively, and it is
determined for Ni-oxidation at 700 ‘C and 927 °C : labeled “C” and “D”, respectively.
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Temperature (K) >

Po,

Fig. 2: Variation in AG vs. T line for non-unit activities of metal (M) and its oxide (MO, or MO). For the
case of Ti-oxidation, oxide is of type MO, and for Ni-oxidation, oxide is of type MO. At a fixed
temperature Ty, the equilibrium po, for oxidation reaction is denoted on the nomographic scale by point
“A” for the case of ay = amo,0r amo = 1, by point “B” for the case of ayy <1 and amo,0r amo = 1, and by
point “C” for the case of ayy = 1 and amo,0r avo < 1. Here, ay and (aMozor ayo) stand for activities of
metal and its oxide, respectively. After ref. [25].
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After ref. [30-32]
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Fig. 3(a)
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After results in ref. [33] at 927 °C

Air

Stress Range(Ac)

Vacuum

Cycles to Failure (Ny)

(b)

Fig. 3: Schematics of (a) normal and (b) anomalous fatigue response with the change of environment. The
normal behavior is manifested by a longer fatigue life in vacuum than in air/ oxygen, whereas the

anomalous behavior is manifested by a shorter fatigue life in vacuum than in air. (a) is for the condition of
surface-cracking in both air/ oxygen and vacuum, and (b) is for the condition of subsurface-cracking in air

and surface-cracking in vacuum.
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